
YARN

YARN Normal Normal Normal Normal Normal Normal Normal Normal Compact Compact Compact Compact Compact Compact Compact Compact Compact Compact Compact Compact

COTTON PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK PAK CF CF

4.1 4.96 5.98 7.12 8 8.15 10 10.15 14.05 16.12 16.2 18.1 20.15 20.22 24.2 26.22 30.25 30.45 40.3 40.5

Count CV % 0.9 0.94 0.94 1 1.02 1.07 1.05 1.1 1 1.05 1.11 1.1 1.1 1.15 1.13 1.15 1.18 1.2 1.2 1.2

610 428 358 352 265 309 215 250 190 165 187 148 132 146 110 102 88 96 66 70

Stren. CV % 3.12 3.42 3.55 3.65 3.52 4.02 4.15 3.78 4.11 4.22 3.56 4.25 4.32 3.96 4 4.36 4.55 4.05 4.27 4.1

CLSP 2501 2123 2141 2506 2120 2518 2150 2538 2670 2660 3029 2679 2660 2952 2662 2674 2662 2923 2660 2835

U % 8.6 8.56 9.1 9.5 9.4 9.6 9.7 9.8 7.4 7.5 7.85 7.9 8.19 8.3 8.5 9 9.1 9.2 10.2 10.4

Thin -50 % 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0 0.5 0.5 2.5 2.5

Thick +50 % 3 6 8 16 20 22 23 27 3 4 6 5 10 12 20 30 35 42 40 45

2 4 6 13 15 18 28 30 6 5 9 8 10 15 30 40 51 65 78 80

5 10 14 29 35 40 51 57 9 9 15 13 20 27 50 70 86 107 118 125

13.55 12.75 10.4 8.96 9.3 8.96 8.4 8.2 5.29 5.25 4.3 4.66 4.32 4.3 4.21 3.82 3.86 3.93 3.33 3.24

sh 2.81 2.36 2 1.73 1.78 1.73 1.53 1.52 1.01 1.01 0.93 0.9 0.96 0.9 0.91 0.84 0.82 0.84 0.72 0.7
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